Tibbi SMMMS Kumas Ureticisinin Uriin A¢giklamas: Tibbi Ambalaj Sterilizasyonu Cerrahi

Sargilar Dokumasiz Kumas

Bizimki normal SMS'den daha kaliteli olan SSMMS'dir. SSMMS, SMS'den daha iyi dizglnluk, daha iyi
gerilme mukavemeti, daha iyi izolasyon yetenegi olacaktir. Ama aslinda, siz ve kullanicilarin cogu, SMS ve
SSMMS'i g6ziintzle ayirt edemezsiniz. ¢cinku ayni gérindyorlar.

Normalde 45gsm SSMMS'lerimiz en ¢ok cerrahi 6nlik ve értd yapiminda kullanilir.

45gsm Urinimaz ABD standardi AAMI seviye 3'U ve Avrupa standardi EN 13795-1:2019 Cerrahi giysi ve
Ortdleri - Gereksinimler ve test yontemleri - B6lum 1: Cerrahi értiler ve 6nlUkleri gecebilir AAMi ve EN
13795 raporlari mevcut olacaktir.

simdi bu SSMMS kumasini Turkiye, ABD, italya, Peru, Azerbaycan, Kolombiya, Rusya, Birlesik Krallik'a
sunuyoruz.

Uriin : SMS Dokusuz Kumas Medikal

Model numarasi. : GT-hysms45b

Kompozisyon : pp

Teknikler: egirilerek baglanmis spunbond meltblown meltblown spunbond
Kumasin ortalama agirhgi: 45 GSM

Boyut : 160cm

Uzunluk : 1000 m

Her Rulonun Capi : 55 santim
Agirhik : yaklasik 73 kilo

Ses : yaklasik 0,48 m3
Renkler : Mavi

standart: ABD standardi AAMi seviye 3 ve Avrupa standardi EN 13795-1:2019 Cerrahi giysiler ve értiler -
Gereksinimler ve test yontemleri - B6lum 1: Cerrahi értller ve énlikler

Adedi : 1000 KG (6zellestirilmis)
Paket : icinde 2 "veya 3" ID cekirdegi olan rulolar halinde paketlenmis, disinda poli cantalar

Orneklem : Navlun toplama ile {icretsiz numune

karakteristik: anti-bakteri, anti-cekme, anti-statik, yirtiimaya dayanikli, nefes alabilir, cevre dostu, su
gecirmez
Uygulamalar: cerrahi dnllkler, ameliyat énltkleri, cerrahi értller



our SSMMS products can reach the following standards of the surgical gown
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American Association for the Advancement of Medical Devices (AAMI) divides the liquid barrier performance into four levels
for the medical textile products, such as surgical gown.drape and isolation clothing, etc.
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Must pass the test of Blood and virus penetration, hydrostatic pressure test must be

more than 140cmH:z0;
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ASTM Fle71: 2003* PASS 4%
ASTM F1670: 2003* PASS 4%
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FUkEEEELSINT10g , REkERIRGAAT50cmH:0;
The hydrophobic permeability must be less than 1.0g, hydrostatic pressure test
must be more than 50 cmH:0
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AATCC 42:2000 <1.0g 4%
AATCC 127:1998 >50cm 4%
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FukiEEERLNTL.0g , B KERIGEAAT20cmH:0;
The hydrophobic permeability must be less than 1.0g, hydrostatic pressure test
must be more than 20cmH:20
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AATCC 42:2000 <10g 4%
AATCC 127:1998 >20cm 4%
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Medical textiles must pass the hydrophobicity (impact penetration resistance) test,

and the penetration amount must be less than 4.5g
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Medikal SMMMS Kumas Ureticisinin Uriin Gosterimi Tibbi Ambalaj Sterilizasyon Cerrahi

Sargilar Dokumasiz Kumas

Cin smmms dokuma olmayan kumas fabrikasi


https://www.nonwovenproductsupplier.com/tr/products/Medical-SMMMS-Fabric-Supplier-Polypropylene-Cloth-Surgical-Gowns-Sms-Smms-Smmms-Nonwoven-Fabric.html







Sms Smms Smmms Nonwoven Kumas Uygulamalari

tibbi smmms kumas tireticisi



https://www.nonwovenproductsupplier.com/tr/products/Medical-SMMMS-Fabric-Factory-Custom-Sterile-Surgical-Gowns-Raw-Material-Hospital-Non-Woven-Fabric.html
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Tibbi SMMMS Kumas Ureticisinin Uygulamalari Tibbi Ambalaj Sterilizasyonu

Cerrahi Sargilar Dokumasiz Kumas
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Tibbi SMMMS Kumas Ureticisi Sertifikasi Tibbi Ambalaj Sterilizasyon Cerrahi
Sargilar Dokumasiz Kumas
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: Bt £ ik b (Security website): www fol-sz omg.cn
H # # #H(Testing Report) B 03 Security code): 0561010345
&89 (Report No); ZFLJ26269T8 Page 1of4

Applicant Information (3F )
Applicant Name(ZSHL #{7)  : FOSHAN GUIDE TEXTILE CO., LTD(H L1 i 80,5 #7 2a])
Applicant Address( 255 {4kt ) @ No.8, Hezhong RD, Yanbu, Dall Town, Nanhai Dist, Foshan, G.D. 528247
CHINA L7 g K i 2 v B 8 5 )

Sample Information (BERMEN)
Sample Description( FE&h &) © SMS non-woven fabdic 457 SMS Z 47 45 50D
Style No. (5 &) . KHSSMMS45G
Sample Cuantity(FE & & 855 CBm (83
Color and Description( & B4&if) : Medcal blue: 450 (FERI#E . 4550

Size specification] S 81EE) @ KHSSMMS-45G
- Sample Receiving date ({7 EIFE &) BIR) L 2020-06-02
- Report date (i & FitH) : 20X0-06-05

- The original sample is sticked on the last paper. (15ERE B R R EE Al S0 40

Test Performed (IR
Judgement according o5 i

GB 19082-2009 Technical equirements for single-use protective clothing for medical use .
FE Fl— detERhd AR &
GBIT 38462-2020 Textiles-Monwoven fabrcs for isolation gowns  Level  [I

LG WAES R GRS 11 &
- Selected test(s) as requested by applicants. | 4o 083 L 5 Bk senk LUF Bl i)

Pronounce (M¥8H)
The results shown in this report refer only to sample(s) tested unless otherwise stated All the items are performed
inthe standard conditions, except the noted cases (BEAREE S A . W05 ot dobe fudly . Al WG E S b
HE e AT Tt T, TEEERE M. )
Except for the requirement of the client, the ®st results and the conformity judgemeant of this report do not ke the
uncertainty of the test results into account. (B E5 F1BE e, Aofil 56 MEE W IL 7 & PR R0 S S BB 55 3 0 - e
ff. )

Signed for and on behalf of
CNTAC Testing Service Co.,Ltd.(Feshan)

Approved by
CHtED
I O L T LR AT A BRI L = AR 1, 3040 Nmmﬂ:“n - W €
Tel: (86 757 BERS0E3I AER0GE5E Faoc BEES0E33 i Mweera ol ong.cn

FRENEANREL. ETENRSE B 15 Hﬂm ANMTTFEA.
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Test Result] 3l 555 ) Requirements (iF &5 15 Judgement{#] &)
J GB 19082-2009

1. Tensile Strenath] M) GET 3523 1-1897 Strip test] #4555
Sem strip test, CRE tensile test machine, testing speed 100mmémin, gauge length 100mm.(5 B4 #iEHE. CRE
fa el £, Wtk BF 100mmdmin, ¥ 8REFE 100mm)

Linit{ 82 ) =M=
Lengthwis e( F) 104 245 Pass(s i)
Crosswise(tl Fl) 51

2. Breaking Elongation{lfMHEN  GE/T 3523 1-1987 Stip testf £ 475
Sem strip test, CRE tensile test machine, testing speed 100mmJ/min, gauge length 100mm.(5 B4 EEiE. CRE
i i 00, Rl BE 100mmimin. ¥ 45608 ER 100mm)

Uinit{ S ): <%=
Lengthwise(H F) a4 z15 Pass( i)
Cmosswise(f F) 78

3. Filtration Efficlency( W3 GE 19085-2008 Section 5.7(# 5 5.7)
Alrflow: 15Lmin. Aerosol: NaClf*{{ER 8. 15Umin, “(#ERSE . Nacl)
Unit( 854 ): <%=
Minimum value(f |-t} 726 270 Pass(#i5)

4. Hydrostatic Pressure (Pl GE/T 4744- 1587
Distilled water tamperature is 20°C. The rate of increase of water pressure is 6.0k Paimin.
Testing surface: face(® AR 20T, KK EH #E 6.0kPaimin, Bifti. Ef)
Linit S0 ): <kPa=

Mean value[FHHH) 693 2167 Pass(# i)

5. Resistance to Penetration by Synthetic Blood (M£rRIMMYBMIE) G5 19082-2009 Appendix Al F75 A)
Synthetic blood surface tension: 000N Sk ML #0547 0.040M/m)
Unit( {7 ): <grade(f)

The sample cannot be pressunzed due to air leakage, 2o it is not suitable for testing
CHEARYELME, FESRL

P A L TR T T R B . . 1, 3 mmg'ramrc-;;rmmcam oo NareaiORgIn
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Test Result( #6555 ) Requirements (i &5 ) Judgement(# &)

6. Water Vapor Permeability( 3 GE/T 127041991 Method A 3L A)
Desiccant method at 38°C, Relative humidity at 0%, wind speed at 0.3més, Testing surface: back. (WL, ol
W3AE: 387C. WAL 90%. M. 0.3mke BW: )
Unit{ $2 % ). =gi{ @ d)>
Result{ Bl £552) 7 oax10? 2 2500 Pass(Z )

4 GBIT 38462-2020
1. Hydrostatic Pressure(BKE) GE/T 24218 16-2017

Distilled water temperature is 21°C. The rate of increase of water pressureis 1.0kPaimin.

Testing surface: face CIW0AEAE 21°C, KIE EFHdEE 1.0kPaimin, M. Ed)

Limit] S50 ) =kPaz

Minimurm value (18 J~4) 6.5 218 Pass(o i)

Remark (#iF): The hydrostatic pressune item (s unauthonzed for CNAS.
CCNAS FFl B ERH.
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FOSHAN KILAVUZ TEKSTIL CO., LTD. Foshan sehrinde bulunan. 2005'ten beri dokuma olmayan kumas



ve dokuma olmayan ilgili Grlnlerin Uretimi ve satisi ile ilgileniyoruz. Simdiye kadar, profesyonel elit satis
ekibimiz, 1.6M, 1.9M, 2.1M, 2.4 genisliginde birkag gelismis dokuma olmayan Uretim hattimiz var. M, 2,5M,
3,2M, 3,7M, 4,8M, vb. Uriinlerimiz hem yurt icinde hem de yurt disinda satiimaktadir, tarim ve bahcecilik,
tip ve hijyen, kisisel bakim ve glzellik, endlstri uygulamalari, paketleme alanlarinda yaygin olarak
kullaniimaktadir. ve sarma, temel ve bina, otel ve restoran, isci koruma ve ev, dekorasyon vb. Sicak satis
ardnleri pp (polipropilen) dokuma olmayan kumas, pet (polyester) dokuma olmayan kumas, sms dokuma
olmayan kumas , elastik dokuma olmayan kumas, cicek sarma malzemesi, tek kullanimlk i¢ giyim, tek
kullanimlik carsaf, ot kontrol kumasi, tek kullanimlik masa 6rtlsl, meyve koruma cantasl.

Medikal SMMMS Kumas Ureticisi Tibbi Ambalaj Sterilizasyon Cerrahi Sargilar
Dokusuz Kumas Hakkinda SSS

Soru Cevap
S1: Stokta var mi1? Al: Evet, bizde var.
S2: MOQ'unuz nedir? A2: Ozellestirilmis: 1 ton
A3: Test etmek icin 6rnege ihtiyaciniz varsa, isteginize gore
S3: Numuneyi nasil yapabiliriz. Ancak ornek ticret talep etmemiz gerekiyor. Stoktaki
alabilirim? normal Urintimuz ise, sadece navlun bedelini odersiniz ve numune
Ucretsizdir.

A4: her parca veya miisterinin gereksinimleri i¢in ayr1 ayri

. )
S4: Paket detayiniz nedir? paketlenmistir

S5: Web sitenizde aradigimi |A5: Liitfen bizimle e-posta yoluyla iletisime ge¢cmekten ve aradiginiz
bulamazsam ne uriunle ilgili ayrintili bilgileri gondermekten ¢ekinmeyin. Mevcut olup
yapmaliyim? olmadigini kontrol edecegiz.




S6: Seri uretim icin teslim
suresi ne durumda?

A6: Diriist olmak gerekirse, siparis miktarina ve siparis verdiginiz
mevsime bagldir. Genel olarak konusursak, teslim stiresi yaklasik 2-4
haftadir. Bu nedenle, sorusturmaya mumkiin oldugunca erken
baslamanizi oneririz.

S7: Musterinin kendi
markasini yapmak dogru
mudur?

A7: Tabii. OEM musterilerini sicak bir sekilde karsilariz. Paketi,
tasarimi vb. Tartisabiliriz.

S8: Fiyat1 ne zaman
alabilirim?

A8: Genellikle, sorusturma ayrintilarinizi aldiktan sonra 24 saat
icinde teklif veririz. Fiyat1 almak i¢in ¢ok acil iseniz, lutfen bizi arayin
veya e-postanizda bize bildirin, boylece fiyatinizi mumkun olan en
kisa surede teklif edelim.




